
Recycling Purification  
Inductive polymer material (1) 

Recycling separation  
of by-product (impurity) and Cyclopentadithiophene-bis (boronate) to purify the target substances.    
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Instrument: LC-9130 NEXT 

Column: JAIGEL-2H+3H 

Eluent: Chloroform 

Detector: UV-370 NEXT@ 254 nm 



Recycling Purification 
Inductive polymer material (2) 

Recycling separation  
of by-product (impurity) and Cyclopentadithiophene-bis (trimethyl stannane) to purify the target substances.  
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Instrument: LC-9130 NEXT 

Column: JAIGEL-2H+2.5H 

Eluent: THF 

Detector: UV-370 NEXT@254 nm 
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